huaxiang Shenzhen Huaxiang Testing Co., Ltd ~ Report No.: HUAX250218053KR

TEST REPORT

Applicant - Chengdu Ziliihood Cultural Creativity Co.,Ltd

Address . No.10,Floor 9 ,Building 8,No.88,ShengbangStreet,High Tech
Zone,Chengdu,Sichuan,China
Report on the submitted sample said to be:

Sample name . Stainless steel water bottle
Model . Narrow mouth water bottle, Cup, Mug, Drinkware
Trade Mark . N/A
Manufacturer :  Chengdu Ziliihood Cultural Creativity Co.,Ltd
No.10,Floor 9 ,Building 8,No.88,ShengbangStreet,High Tech
Address . .
Zone,Chengdu,Sichuan,China
Testing laboratory . Shenzhen Huaxiang Testing Co., Ltd
Building B2, Junfeng Zhongcheng Intelligent Manufacturing Innovation Park,
Test address . Heping Community, Fuhai Street, Bao'an District, Shenzhen City,
Guangdong Province
Sample received date . Feb. 17,2025
Testing period . Feb. 17,2025 - Feb. 21, 2025
Test Requested: Conclusion :.

The test results comply with the limits of RoHS 2.0 Directive (EU) 2015/863and
(EU)2017/2102 amending Annex Il to Directive 2011/65/EU
— Lead, Cadmium, Mercury, Hexavalent Chromium, PBBs and PBDEs Content

—Di-(2-ethylhexyl) phthalate(DEHP), Benzylbutyl phthalate(BBP),
Dibutyl phthalate (DBP), Diisobutyl phthalate(DIBP) Content

Pass

e FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) ******
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Test Part Description:.

Specimen No. Description.
01 304 Stainless steel
02 Silica gel
03 PP
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Shenzhen Huaxiang Testing Co., Ltd

Report No.: HUAX250218053KR

TEST RESULT:

1.Lead, Cadmium, Mercu

Hexavalent Chromium, PBBs and PBDEs—RoHS Directive (EU) 2015/863.

Test Items Unit Test Method Result MDL |Limit
01 02 03
Lead (Pb) mg/kg | IEC 62321-5:2013, ICP-OES N.D. N.D. N.D. 2 11000
Mercury (Hg) mg/kg| IEC 62321-4:2017,ICP-OES N.D. N.D. N.D. 2 11000
Cadmium(Cd) mg/kg | IEC 62321-5:2013, ICP-OES N.D. N.D. N.D. 2 | 100
Hexavalent Chromium |ug/cm?| IEC 62321-7-1:2015, UV-VIS N.D. N.D. N.D. 0.10 | 0.10
(CrVI)

Monobromobiphenyl |mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -
Dibromobiphenyl mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -
Tribromobiphenyl mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -

Tetrabromobiphenyl |mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -

Pentabromobiphenyl |mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -

Hexabromobiphenyl |mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -

Heptabromobiphenyl |[mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -

Octabromobiphenyl mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -

Nonabromobiphenyl |mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -

Decabromobiphenyl |mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -

Sum of PBBs mg/kg - N.D. N.D. N.D. - 1000
Monobromodiphenyl etherfmg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -
Dibromodiphenyl ether |mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -
Tribromodiphenyl ether |mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -
Tetrabromodiphenyl ether|mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -
Pentabromodiphenyl |mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -
ether
Hexabromodiphenyl ether|mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -
Heptabromodiphenyl |[mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -
ether
Octabromodiphenyl ether| mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -
Nonabromodiphenyl etherfmg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -
Decabromodiphenyl ether|mg/kg| IEC 62321-6:2015, GC-MS N.D. N.D. N.D. 5 -
Sum of PBDEs mg/kg - N.D. N.D. N.D. - 1000

Note:

mg/kg = milligram per kilogram = ppm
N.D. = Not Detected (< MDL)

“w

= Not Regulated

1
2.
3. MDL = Method Detection Limit
4
5

Boiling-water-extraction:

Negative = Absence of Cr(VI) coating / surface layer: the detected concentration in
boiling-water-extraction solution is less than 0.10ug with 1cm? sample surface area.
Positive = Presence of Cr(VI) coating / surface layer: the detected concentration in
boiling-water-extraction solution is greater than 0.13ug with 1cm? sample surface

area.

Inconclusive =the detected concentration in boiling-water-extraction solution is greater than 0.10ug
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and less than 0.13ug with 1cm? sample surface area.
6. Positive = result be regarded as not comply with RoHS requirement
7. Negative = result be regarded as comply with RoHS requiremen

2. Di-(2-ethylhexyl) phthalate(DEHP), Benzylbutyl phthalate(BBP), Dibutyl phthalate (DBP), Diisobutyl

phthalate (DIBP) Content_RoHS Directive (EU) 2015/863.
Test method: With reference to IEC 62321-8:2017%, analysis was performed by GC-MS.

Result o
Test ltems Unit MDL Limit
02 03
Di-(2-ethylhexyl) phthalate (DEHP) | mg/kg N.D. N.D. 50 1000
Benzylbutyl phthalate (BBP) mg/kg N.D. N.D. 50 1000
Dibutyl phthalate (DBP) mg/kg N.D. N.D. 50 1000
Diisobutyl phthalate(DIBP) mg/kg N.D. N.D. 50 1000
Note:
1. mg/kg = milligram per kilogram = ppm
2. N.D. = Not Detected (<MDL)
3. MDL = Method detection limit
4, “*?=The test method of Phthalates is not authorized by CNAS
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FLOW CHART FOR ROHS TESTING:

Pb/Cd/Hg/Cr6+ Testing Flow Chart
1) These samples were dissolved totally by pre-conditioningmethod
according to below flow chart (Cré* test method excluded)

Sample Preparation

l

Sample Measurement

l Pb/Cd Hg Lo
[ |
Acid digestion with Acid digestion with Nonmetallic Metallic
microwave/ hotplate microwave/ hotplate
l l l h
Fi|tra|tion Filiration Adding digestion Boiling water
Y b
hJ v L B K
Soluti Resid 2 Heating to 30~95 T Adding 1.5
s ER Solution for extraction -diphenylcarbazide for|
color development
Y l v
1) Alkali Fusion iltrati
| D ; I F:jﬁ_;rattmn ?nd pH ,L
J’D_ﬂ,f Ash!ng e e A red color indicates
2) Acid to dissolve the presence of Cré*. If
necessary, confirm
R with UV-Vis.
ing 1,5
v BATA _diphenylcarbazide
ICP-OES for color development l
l, DATA
b4
DATA Uv-Vis

DATA
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PBBs/PBDEs Testing Flow Chart

Cutting/ Preparation

l

Weigh Sample

l

Sample solvent

l

Concentration/ Dilution

of Extracted solution

l

Filtration

DATA
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Phthalates Testing Flow Chart

Cutting/ Preparation

l

Weigh Sample

l

Sample solvent

l

Concentration/ Dilution

of Extracted solution

|

Filtration

DATA
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PHOTOGRAPH OF SAMPLE:
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